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Parameters 1) Innersole should be made up of Micro Cellular Rubber (MCR) with strength of 18-20
2) The outer sole should be cut out from rubber sheets (not tyre) with rough outer
surface having 60 + 2 shore strength-
3) Soft leather with inner lining of aster leather should be used for upper straps No.
nails should be used.
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